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MATERIAL IDENTIFICATION REPORT
Collection Name: Example measurements
ID: 4JMonH6nLBR6JMVBUL7PGV42
Generated by: noreply@matoha.com
Generated on: 2025-12-03 09:08:41 UTC

MEASUREMENT REPORTS SUMMARY

Total Measurements

11
Total Devices

1
Material Types

7

Material Category Count Percentage (%)

cotton 4 36%

polyester 2 18%

cotton-nylon 1 9%

nylon-elastane 1 9%

cotton-viscose 1 9%

cotton-polyester 1 9%

cotton-elastane 1 9%
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Measured Samples

1 - 11 OF 11 MEASUREMENTS

User Description:

Identified as: 80% cotton, 20% nylon

Time Scanned: 2025-11-20 15:11:03

Sample Id: dcda0c7b5694691f2f87

User Description:

Identified as: 100% polyester

Time Scanned: 2025-11-20 15:09:53

Sample Id: dcda0c7b5694691f2f41

User Description:

Identified as: 100% polyester

Time Scanned: 2025-11-20 15:08:28

Sample Id: dcda0c7b5694691f2eec

User Description:

Identified as: 81% nylon, 19% elastane

Time Scanned: 2025-11-20 15:07:07

Sample Id: dcda0c7b5694691f2e9b

User Description:

Identified as: 100% cotton

Time Scanned: 2025-11-20 15:06:06

Sample Id: dcda0c7b5694691f2e5e
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User Description:

Identified as: 100% cotton

Time Scanned: 2025-11-20 15:05:18

Sample Id: dcda0c7b5694691f2e2e

User Description:

Identified as: 51% cotton, 49% viscose

Time Scanned: 2025-11-20 15:04:23

Sample Id: dcda0c7b5694691f2df7

User Description:

Identified as: 100% cotton

Time Scanned: 2025-11-20 15:03:23

Sample Id: dcda0c7b5694691f2dbb

User Description:

Identified as: 85% polyester, 15% cotton

Time Scanned: 2025-11-20 15:02:29

Sample Id: dcda0c7b5694691f2d85

User Description:

Identified as: 90% cotton, 10% elastane

Time Scanned: 2025-11-20 15:01:41

Sample Id: dcda0c7b5694691f2d55
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User Description:

Identified as: 100% cotton

Time Scanned: 2025-11-20 14:59:50

Sample Id: dcda0c7b5694691f2ce6


